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Test Product Magna 402 Material Characterization [N/A
Project Name N/A Test Method ASTM E415-2014
Project No. N/A Standard of Test N/A
ARL Optical Emission Spectrometer Model 33460 ADVANTAGE/
Material Specification N/A Equipment/ Serial No. AAS1805-20
Dimension N/A Characterization Normal and free from defect on the surface
Date Received 30 May 2016 Ambient Temperature 2+28°C
Date Tested 02 June 2016 Relative Humidity 60 £15%
Itsin Chemical Analysis (")
No. TestNo. Remark
Fe e Mn Si P 5 Ni Cr Cu Mo Vv Ti Al Nb w
82.58570| 0.69218 | 13.16291 | 0.64161 | 0.02633 | 0.00313 | 0.02459 | 2.56110 | 0.01984 | 0.01990 | 0.05092 | 0.02812 | 0.00524 | 0.03174 | 0.03083
1 273716 CH| A Sn Co B Sb Ca Zn N -
0.01715 | 0.00951 | 0.00752 | 0.00126 | 0.01377 | 0.00039 | 0.00130 | 0.09178
Additional details: -
Cj ) .
Reported by : ......... ﬂkhau
(Miss.Jantarat Konggapee)
Laboratory Manager 1oN umLLuRGRCﬂ CENTER
pate .23./.04.7.16. pate .. 9208216 .
Notes 1. The above results are valid exclusively for tested samples as mentioned in this report.
2. Partial publicity of the results on testing is prohibited without the wrilten permission from LPN MRC LABORATORY.
3. This report shall not be reproduced in whole or in part without the writlen approval of LPN MRC LABORATORY.
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